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[57] ABSTRACT

Implantable devices for medical use are provided which
have been subjected to treatment with a crack preven-
tative/antithrombogenic agent in the form of a sulfate.
This treatment substantially prevents surface cracking
or fissuring of the subcutaneous implantation as well as
preventing thrombus formation along the blood con-
tacting surfaces of the treated material.
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